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Embedment of flint abrasive

Runs were brushed out by hand Application of MC - B

District maintenance unit

Bubbling of 125µ (5 mil) coating

Wasser test areas completed. 
Wasser test applications completed

(MC Luster over MC Tar has a brownish appearance)



Application of MC- A


